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1
DESIGNED POROSITY MATERIALS IN
NUCLEAR REACTOR COMPONENTS

CONTRACTUAL ORIGIN OF THE INVENTION

The United States Government has rights to this invention
pursuant to Contract No. DE-AC02-06CH11357 between
the United States Government and UChicago Argonne, LL.C
representing Argonne National Laboratory.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to atomic layer deposition
coatings onto porous materials to provide nuclear fuel
pellets and claddings of superior mechanical and thermal
properties, which will help increase such components’
operational life and improve the efficiency and safety of
current light water nuclear reactors.

2. Background of the Invention

The inside of a nuclear reactor is an extremely harsh
environment. Not only are materials subject to temperatures
as high as 1800° C. at the center of the fuel pellet and to
highly corrosive steam, but they are also subject to damage
from neutron bombardment.

Neutrons cause fission reactions in typical Light Water
Reactors (LWRs). LWRs utilize the energy produced from
fission reactions occurring in the fuel elements to heat water
or steam in the reactor core. This water or steam travels
through a heat exchanger to heat clean water into clean
steam, and this clean steam turns downstream turbines to
produce mechanical energy or motion. The mechanical
energy turns a generator which results in the production of
electricity.

The water or steam in the reactor core is part of a closed
loop that does not mix with, or contaminate, the clean water
used to turn the turbines. A representation of a typical LWR
arrangement is depicted in FIG. 1A. A nuclear reactor core
20 contains a series of co-planarly arranged fuel rods 24
between which are positioned control rods 22. The control
rods 22 are made of highly neutron absorbent materials such
as silver, indium, hafnium, boron, and cadmium. Depending
on power requirements called for by the grid, the control
rods 22 are either partially or fully inserted or removed from
between the fuel rods to moderate the flux of neutrons, and
therefore the amount of fission. This moderation is propor-
tional to the amount of energy produced.

As depicted in FIG. 1B, the fuel rods 24 house the fissile
material, typically in the form of fuel pellets 26. In a typical
LWR, the fuel pellets 26 contain the fissile material, usually
in the form of a sintered oxide, such as uranium dioxide.
Encapsulating the fuel pellets 26 is a cladding layer 28,
which is typically made of zirconium or a zirconium alloy.

As can be seen in FIG. 1C, the cladding material 28
surrounds the fuel pellet 26, but a gap 30 must be provided
to allow for the expansion of the fuel pellet 26 and the
cladding layer 28. Expansion occurs primarily because of
the nuclear irradiation. Because the fuel pellet 26 and
cladding 28 are constantly being bombarded by neutrons,
individual atoms on the lattice structure of the fuel pellet 26
and cladding 28 are displaced. During the operational life of
the fuel pellet 26 and cladding 28, each atom is displaced
from its lattice site thousands of times on average. These
displacements lead to the agglomeration of defects, which
can create large voids in the lattice structure. The structural
changes to the atomic lattice happen randomly in prior art
sintered fuel pellets and in zirconium-based claddings,
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which means that the fuel pellets 26 and cladding 28 do not
expand uniformly or quickly. Structural changes to the
atomic lattice do not reach dynamic equilibrium before the
fuel pellets 26 have materially degraded and need to be
replaced. Further, the cladding 28 can no longer be trusted
to contain the nuclear fuel.

The mechanical degradation of the fuel pellet 26 and
cladding 28 raises concerns of contamination. Maintaining
the separation of reactor core coolant water and clean water
for powering the turbines is critical to the operation of a
nuclear power plant. Contamination of the clean water can
happen through a variety of circumstances. Meltdown, in
particular, can lead to a severe breach of containment.
Meltdown occurs when a component or components of the
reactor core melt, releasing radioactive materials, including
the fuel and fission products. When the fuel pellets 26 and
cladding 28 are mechanically vulnerable, the possibility of
leaching nuclear material into the coolant water is greatly
increased.

Typical fuel pellets are made of sintered uranium dioxide
(UO,). The uranium present in the pellets is mostly uranium-
238, which has been enriched to contain approximately three
percent uranium-235. The uranium-235 is the major fuel of
the LWR, but the uranium-238 is fissionable and produces
plutonium-239, which also fuels the LWR. In some reactors,
the pellets are made of both uranium and plutonium oxides
and are referred to as mixed oxide fuels.

Claddings 28 are commonly made of a zirconium-based
alloy. Zirconium has exceptional properties for use in
nuclear reactors including low-neutron absorption, high
hardness, ductility, and corrosion resistance. Zirconium
alloys typically contain greater than 95% zirconium and
other metals, such as tin, niobium, iron, chromium, and
nickel. However, zirconium is prone to hydrogen embrittle-
ment at high-temperatures, especially after a loss-of-cool-
ant-accident (LOCA). The zirconium will react with the
water or steam and form an oxide, which produces hydrogen
gas. Not only does the presence of hydrogen gas increase the
risk of an explosion, but it causes hydrogen embrittlement.
The hydrogen embrittlement leads to blistering and cracking
of the cladding 28 through which radioactive materials can
escape. Further, despite zirconium’s low neutron absorption,
the cladding 28 experiences significant radiation expansion
during its operational life.

In a nuclear reactor, the fuel capacity of the uranium
dioxide is generally not completely consumed. Over the 3-5
year operational life of a prior art uranium dioxide pellet,
only approximately 5% of the available fuel has been
fissioned. Replacement of the fuel pellets 26 and cladding 28
is necessitated by the mechanical degradation of those
components. Therefore, not only is much of the fuel wasted,
but it also must be carefully stored. Storage can be accom-
plished on-site, but often times the radioactive waste mate-
rials must be moved to other locations to accommodate the
large amount of storage necessary.

Another problem facing prior art fuel pellets 26 and
claddings 28 is the heat conduction from the center of the
pellet 26 to the exterior of the cladding 28. Thermal transport
of heat from the fuel elements is critical for optimized
reactor operations. The performance of nuclear fuels
strongly depends on the operating temperature. Optimized
thermal transport also extends the operation limit of nuclear
fuels. Fuel porosity and fuel stoichiometry are critical fac-
tors in thermal transport.

The heat conduction of uranium dioxide is poor relative to
that of the cladding material. This can cause high heat
build-up within a fuel rod, leading to failure. Over time,
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temperatures at the center of the fuel pellet 26 become much
higher than at the exterior of the cladding 28. At an opera-
tional temperature of 1800° C., the heat conduction of
uranium dioxide is approximately 2 W/mK (where mK is
meters-Kelvin), while the heat conduction of zirconium is
35 W/mK. The poor heat conduction is exacerbated by the
expansion gap 30 between the pellet 26 and the cladding 28.

A need exists in the art to increase the efficiency and
operational life of nuclear fuel pellets. Such a pellet would
allow for a more complete fission of the fuel material. More
fissions would increase the operational life of the fuel pellet,
which would cut down on the amount of pellets that would
have to be used. This, in turn, would reduce the waste
produced and lessen the need for storage facilities and
transportation to storage facilities.

Another need exists in the art for a cladding that is able
to withstand extreme temperatures, oxidation, and hydrogen
embrittlement. The cladding should resist bubbling and
cracking and prevent the escape of radioactive materials.
Further, such a cladding should have a long operational life.

Still another need exists in the art for a fuel pellet and
cladding that is designed to aid in the prevention of melt-
down. Such a pellet would allow for the efficient conduction
of heat out of the nuclear reactor core, preventing the
build-up of heat and an increase in temperature. This
improved conductivity would also allow for a more efficient
transfer of energy to the water in the heat exchanger, which
would mean that more useful energy is produced by each
fission.

SUMMARY OF THE INVENTION

An object of the present invention is to provide a nuclear
fuel substrate that overcomes many of the drawbacks of the
prior art.

Another object of the present invention is to improve the
heat conduction through a nuclear fuel rod. A feature of the
present invention is nuclear fuel deposited onto porous
support material. An advantage of the invention is that such
a deposition minimizes expansion that otherwise occurs with
nuclear fuel upon heating. This minimization in expansion
allows for minimization of any gap between fuel and clad-
ding during fuel assembly, and even physical contact of the
fuel with the cladding during fuel assembly.

Another object of the present invention is to increase the
efficiency of nuclear reactors. A feature of the present
invention is the use of porous support materials for nuclear
fuel. An advantage of the invention is that the pores provide
a means for efficient gas venting from the fuel and perhaps
out of the cladding. This controlled release of gas which
develops during nuclear fuel use, prevents expansions of the
fuel and/or the cladding due to increased gas pressure.

Still another object of the present invention is to provide
an alternative to sintered uranium dioxide fuel pellets. A
feature of the present invention is that atomic layer deposi-
tion of fuel allows for other uranium compounds to be
utilized. An advantage is that these other uranium com-
pounds provide better heat conduction, thereby increasing
the safety and efficiency of the reactor core.

Yet another object of the present invention is to increase
the usable life of nuclear fuel pellets. A feature of the present
invention is that nuclear fuel pellet begins their operational
lives near a dynamically stable equilibrium as a result of the
designed porosity. An advantage of the present invention is
that typical deterioration of material properties of the pellets
and cladding is minimized, thereby leading to extended life
cycles of the fuel.
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Yet another object of the present invention is to reduce the
waste of nuclear fuel materials. A feature of the present
invention is a more complete use of fissile materials. An
advantage of the present invention is that less fuel materials
are needed and less spent nuclear fuel materials have to be
stored.

Yet another object of the present invention is to provide a
more efficient fuel pellet with a longer operational life that
can be used in currently operating nuclear reactors. A feature
of the present invention is that the fuel pellets are the same
size and offer the same amount of heat as currently available
sintered fuel pellets. An advantage of the present invention
is that currently operating reactors do not need to be retro-
fitted in order to accommodate the presently invented fuel
pellets.

Yet another object of the present invention is to provide a
silicon carbide (SiC) cladding material for use with nuclear
fuel scenarios. A feature of the present invention is the
resistance to extreme environments, including temperature
resistance, corrosion resistance, oxidation resistance, and a
resistance to hydrogen embrittlement. An advantage of the
present invention is that SiC cladding can withstand rapid
water cooling, which takes place when the reactor core
overheats.

Yet another object of the present invention is to provide an
SiC cladding for nuclear fuel configurations. A feature of the
invention is atomic layer deposition (ALD) of a uniform and
nearly defect-free coating of SiC on aerogel substrates. An
advantage of the present invention is that the defect free
coatings confer improved corrosion and wear resistance to
the claddings.

The present invention relates to a nuclear fuel pellet,
comprising a porous substrate, at least one layer of a fuel
containing material deposited upon said porous substrate via
atomic layer deposition, wherein the layer deposition is
controlled to prevent agglomeration of defects.

The present invention is also directed to a method of
fabricating a nuclear fuel pellet, said method comprising the
steps of selecting a porous substrate, depositing at least one
layer of a fuel containing material onto the substrate and
terminating deposition when a predetermined porosity is
achieved.

The present invention provides a nuclear reactor fuel
cladding, said cladding comprising a porous substrate and at
least one layer of silicon carbide deposited on the substrate.

BRIEF DESCRIPTION OF THE DRAWINGS

The invention together with the above and other objects
and advantages will be best understood from the following
detailed description of the preferred embodiment of the
invention shown in the accompanying drawings, wherein:

FIG. 1A is a representation of a prior art nuclear reactor
core;

FIG. 1B is a detail, cutaway view of a prior art nuclear
fuel rod as depicted in FIG. 1A;

FIG. 1C is a plan view of the prior art nuclear fuel rod
taken along line 1C-1C, as depicted in FIG. 1B;

FIG. 2A is a representation of a porous substrate for a
nuclear fuel pellet in accordance with the features of the
present invention;

FIG. 2B shows atomic layer deposition of the nuclear fuel
material onto the porous substrate, in accordance with the
features of the present invention;

FIG. 3A is a schematic depiction of an initial atomic layer
deposition surface reaction on a porous substrate of the
nuclear fuel pellet;
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FIG. 3B is a depiction of the second atomic layer depo-
sition surface reaction on the porous substrate of the nuclear
fuel pellet;

FIG. 4A is a schematic representation of a porous sub-
strate for a cladding material in accordance with the features
of the present invention; and

FIG. 4B is a detail view of FIG. 4 showing the atomic
layer deposition of the nuclear fuel material in accordance
with features of the present invention.

DETAILED DESCRIPTION OF THE
INVENTION

The foregoing summary, as well as the following detailed
description of certain embodiments of the present invention,
will be better understood when read in conjunction with the
appended drawings.

As used herein, an element step recited in the singular and
preceded with the word “a” or “an” should be understood as
not excluding plural said elements or steps, unless such
exclusion is explicitly stated. Furthermore, the references to
“one embodiment™ of the present invention are not intended
to be interpreted as excluding the existence of additional
embodiments that also incorporate the recited features.
Moreover, unless explicitly stated to the contrary, embodi-
ments “comprising” or “having” an element or a plurality of
elements having a particular property may include additional
such elements not having that property.

The invented method imparts size selected porosity to
substrates which are subsequently overlayed by adherent
film comprising nuclear fuel. This engineered porosity of the
resulting pellet enables the fuel to begin its operational life
at near equilibrium state. The degradation of fuel cladding
from nuclear bombardment can be reduced, thereby increas-
ing the operational life of the pellet and allowing for more
fission reactions. Porosity can vary from about 3 to about 30
percent, and preferably from 15 to 30 percent of volume of
the fuel. A model of suitable porous material includes pores
approximately 0.02 mm and approximately 0.2 mm apart in
both azimuthal and axial directions. The resulting distance
between pores in the radial direction is also approximately
between 0.02 mm and approximately 0.2 mm. The distance
between the uppermost plane of pores and the top surface of
the fuel element is approximately about 0.01 mm to 0.1 mm
as is the distance between the lowermost plane of pores and
the bottom surface of the fuel element. These values enable
a uniform distribution of pores in the volume, for example
when dealing with pores between 10 and 200 microns in
diameter. However, spatial distribution of pores may be
non-uniform (i.e., heterogeneous) to enhance the heat trans-
port in the material. Various pore configurations are also
suitable, including but not limited to spherical-, ellipsoid-
and cylindrical- (i.e. disc-shaped pores) shapes.

In an embodiment of the invention, at fixed total porosity,
certain heterogenous spatial distributions of pores lead to
improved thermal transport (i.e., lower centerline tempera-
ture of the fuel pellet) compared with homogeneous distri-
butions. Situating larger pores at higher temperature regions
(inner area regions) and smaller pores at lower temperature
regions (outer edge areas) improves heat transport in the fuel
pellet.

ALD is a sequential, self-limiting synthesis technique that
allows conformal coating of large areas and complex shapes.
ALD is sequential because alternating precursors are intro-
duced to the substrate, forming a layer over the substrate one
atom thick. The second precursor is introduced, which reacts
with the first precursor, again forming another layer that is
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a single atom thick. ALD is self-limiting because the pre-
cursors wet the entire substrate surface. When the second
precursor is introduced, the reaction with the first precursor
proceeds until there is no available reaction area. The
remainder of the precursor is pumped away.

As can be seen in FIG. 2A, the fuel pellet 26 is formed
from a porous substrate 32. An exemplary substrate is an
aerogel. Aerogels have enough structural integrity to hold
their shape, while also having an extremely low density. As
applied by the inventors, ALD allows for creating open (i.e.,
pores extending completely through the substrate) or closed
pores. Closed pores provide a means for retaining the gas
and avoid gas release into the plenum (i.e., the head space
between the pellets and the top of the rod. Open pores allow
the gas to collect in the plenum for extraction via a vent in
the rod.

Suitable materials from which the aerogel can be con-
structed are carbon, beryllium oxide, aluminum, or tungsten.
These materials are capable of high thermal conduction and
can readily be made into aerogels. Aerogels have been
created with a density of which would allow room for a large
volume of fissile material to be deposited. In an embodiment
of the invention, the fuel is deposited throughout the support
substrate and not just on its surface. The higher the volu-
metric density of the fuel, the better.

Aerogels can be created via sol-gel processes. First, a
colloidal suspension of solid particles is created. This
requires mixing precursor solutes with a solvent. The pre-
cursor and solvent will undergo a reaction, which produces
the suspended particles. These particles begin to interlink, at
which point a catalyst may be used to increase reaction rate.
Interlinking stops when a gel has been formed.

Residual reagents are removed in a way to prevent gel
damage. Specifically, supercritical drying is used, whereby
the liquid is heated and pressurized until a supercritical fluid
state is reached. The pressure is then dropped, causing the
fluid to gasify, and the gas is removed. In the case of the fuel
pellets 26, the aerogel would be created near net shape.

The porous substrate 32 is serially contacted with a
plurality of precursors. By alternating precursors, the thick-
ness of the deposition can be controlled as can be seen in
FIG. 2A. Because of the low density of the porous substrate
32 compared to the fuel it supports, the overall size of the
pores 34 in the fuel pellet 26 can be controlled by limiting
the number of deposited layers 36.

The surface reaction is depicted in FIG. 3A and FIG. 3B.
Specific moieties covalently or noncovalently linked to
surfaces of the gel terminate in hydroxyl groups. These
hydroxyl groups react with a first fuel precursor, such as
uranium hexafluoride (UF). This results in the generation of
an ether group comprising four fluorines and two oxygens
bound to a central uranium atom.

Upon creation of the tetrafluorouranium moiety, the reac-
tion chamber is flushed, replaced or otherwise neutralized. A
suitable replacement means is a relatively inert gas, such as
nitrogen, helium or argon. After reaction atmosphere neu-
tralization, water is then introduced into the atmosphere in
an amount and for a time sufficient to react with the
remaining four fluorine atoms. This water reaction generates
four leaving groups (hydrofluoric acid) which are substituted
by hydroxyl moieties.

The reaction environment is then replaced with an inert
gas again. The first precursor is reintroduced in an amount
and for a time sufficient to react with the hydroxyls. The
above reaction sequence results in the production of a layer
of uranium dioxide upon the porous substrate 32. However,
it should be noted that other precursors will generate dif-
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ferent layers, which can be used in place of the uranium
dioxide, or in combination with the uranium dioxide. The
invention is particularly suitable for use with metallic fuels
such as uranium-zirconium, uranium-molydenum and ura-
nium nitride.

As noted supra, state of the art sintered uranium dioxide
fuel pellets have a density of approximately 93% prior to
service. After 40 GWd/t (gigawatt-days/metric ton [a mea-
sure of nuclear fuel burnup]), the density is decreased
another 5% to 88%. Then the pellet is replaced.

By contrast, the invented fuel pellet 26 enters service at
approximately 90% density. However, the porosity would be
structured such that atom displacements would not create
randomly distributed voids and bubbles in the lattice. Con-
sequently, the fuel pellet 26 does not experience a substantial
decrease in density.

The pellets 26 enter service at near net shape, which
means that the pellets 26 do not experience significant
radiation expansion. The invented method and resulting
product allow for substantial physical contact between exte-
rior peripheries of the pellets and cladding encircling those
pellets. (As noted supra, state of the art sintered pellets
require a gap 30 to allow for expansion.) The gap 30 is
substantially diminished or removed entirely, which will
allow for better heat conduction from the pellet 26 to the
cladding 28.

The invented porous substrate improves heat conduction.
A feature of the invention is that materials chosen for the
porous substrate 32 have thermal conductivities much higher
than that of uranium dioxide, which would provide addi-
tional heat dissipation from the center of the fuel pellet 26.
An aerogel with high thermal conductivity, such as beryl-
lium oxide (330 W/mK), tungsten (173 W/mK), carbon (up
to 165 W/mK), or aluminum nitride (285 W/mK), would
provide a network of heat dissipation to limit heat build-up
at the center of the fuel pellet 26.

The invented method and composite provides cladding
more resistant to the harsh conditions of nuclear reactors.
This results in higher efficiencies and enhanced safety.
Moreover, the operational life of cladding is extended,
thereby minimizing reactor shutdown time and exposure to
radioactive materials.

The invention also provides cladding 28 formed from a
porous substrate 38, as depicted in FIG. 4A. In an embodi-
ment of the invention, the porous substrate is an aerogel
comprising a material that can withstand the temperatures
produced in fission reactions. Also, combinations of such
constituents are suitable such that a support comprises a
heterogeneous mixture of components. A preferred compo-
nent is SiC aerogel. Another preferable substrate is SiC
cloth, available from Nippon Carbon Co., Ltd. in Japan and
Ube Industries, Ltd. in Japan. SiC cloth has high strength
and temperature resistance.

The present invention seeks to use ALD to fill the porosity
of SiC aerogels or SiC cloth. The porous substrate 38 is then
exposed to alternating precursors A' and B'. The process
would proceed much like the process of creating the fuel
pellets with the exception that no pores would be left in the
cladding. Layers 40 would be deposited via ALD until a
uniform and largely defect-free coating has been applied. A
first precursor of silane (SiH,) would be followed by a
second precursor of acetylene (C,H,). The silane would be
introduced in a reaction chamber set at 900° C. for at least
10 seconds. The chamber would then be flushed with an inert
gas, such as nitrogen. The second precursor, acetylene,
would be introduced and reside in the chamber for approxi-
mately 10 seconds. The chamber would be flushed with inert
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gas again. Water vapor would be introduced for an appro-
priate residence time. Finally, the chamber would be flushed
with inert gas a final time before the first precursor is
reintroduced, starting the process of building the next layer
of SiC.

An additional benefit of an SiC cladding is an increased
thermal conductivity compared to that of zirconium-based
claddings. The thermal conductivity of zirconium decreases
with increasing temperature, but at operational temperatures
of 500-600° C., the conductivity of SiC is approximately
140 W/mK. As mentioned supra, zirconium-based alloys
have a heat conductivity of approximately 35 W/mK at
operational temperatures. Accordingly, an SiC cladding
would provide better heat dissipation, thereby preventing
temperature buildup in the fuel pellets and increasing oper-
ating efficiency of the reactor.

The fuel pellets 26 and cladding 28 of the present inven-
tion also have the advantage that they can be used with
currently operating LWRs. The fuel pellets 26 of the present
invention can simply replace the currently used sintered fuel
pellets. There would not have to be any retrofitting of
equipment to accommodate the switchover to the presently
invented fuel pellets 26. The SiC cladding 28 could also
simply replace the cladding currently used in LWRs.

It is to be understood that the above description is
intended to be illustrative, and not restrictive. For example,
the above-described embodiments (and/or aspects thereof)
may be used in combination with each other. In addition,
many modifications may be made to adapt a particular
situation or material to the teachings of the invention with-
out departing from its scope. While the dimensions and
types of materials described herein are intended to define the
parameters of the invention, they are by no means limiting,
but are instead exemplary embodiments. Many other
embodiments will be apparent to those of skill in the art
upon reviewing the above description. The scope of the
invention should, therefore, be determined with reference to
the appended claims, along with the full scope of equivalents
to which such claims are entitled. In the appended claims,
the terms “including” and “in which” are used as the
plain-English equivalents of the terms “comprising” and
“wherein.” Moreover, in the following claims, the terms
“first,” “second,” and “third,” are used merely as labels, and
are not intended to impose numerical requirements on their
objects. Further, the limitations of the following claims are
not written in means-plus-function format and are not
intended to be interpreted based on 35 U.S.C. §112(f) unless
and until such claim limitations expressly use the phrase
“means for” followed by a statement of function void of
further structure.

The present methods can involve any or all of the steps or
conditions discussed above in various combinations, as
desired. Accordingly, it will be readily apparent to the skilled
artisan that in some of the disclosed methods certain steps
can be deleted or additional steps performed without affect-
ing the viability of the methods.

As will be understood by one skilled in the art, for any and
all purposes, particularly in terms of providing a written
description, all ranges disclosed herein also encompass any
and all possible subranges and combinations of subranges
thereof. Any listed range can be easily recognized as suffi-
ciently describing and enabling the same range being broken
down into at least equal halves, thirds, quarters, fifths,
tenths, etc. As a non-limiting example, each range discussed
herein can be readily broken down into a lower third, middle
third and upper third, etc. As will also be understood by one
skilled in the art all language such as “up to,” “at least,”
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“greater than,” “less than,” “more than” and the like include
the number recited and refer to ranges which can be subse-
quently broken down into subranges as discussed above. In
the same manner, all ratios disclosed herein also include all
subratios falling within the broader ratio.

One skilled in the art will also readily recognize that
where members are grouped together in a common manner,
such as in a Markush group, the present invention encom-
passes not only the entire group listed as a whole, but each
member of the group individually and all possible subgroups
of the main group. Accordingly, for all purposes, the present
invention encompasses not only the main group, but also the
main group absent one or more of the group members. The
present invention also envisages the explicit exclusion of
one or more of any of the group members in the claimed
invention.

29 <

The embodiment of the invention in which an exclusive
property right or privilege is claimed is defined as follows:

1. A nuclear fuel pellet, comprising:

a porous substrate; and

a plurality of layers of a fuel containing material depos-

ited via atomic layer deposition upon said porous
substrate, wherein the total porosity of the nuclear fuel
pellet is between about 3 and 30 percent, wherein the
porous substrate underlies the deposited layers of the
fuel.

2. The nuclear fuel pellet of claim 1, wherein the fuel
containing material is fissile material selected from the
group consisting of uranium dioxide, plutonium dioxide,
uranium-zirconium, uranium molybdenum and uranium
nitride, and combinations thereof.

3. The nuclear fuel pellet of claim 1, wherein said porous
substrate is an aerogel which defines pores which extend
through the substrate.

4. The nuclear fuel pellet of claim 1, wherein the fuel
overlays substantially all of the surfaces of the substrate
which define pores.

5. The nuclear fuel pellet of claim 1, wherein the porous
substrate has a density less than the density of the fuel.
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6. The nuclear fuel pellet of claim 5, wherein the porous
substrate is selected from the group consisting of carbon,
tungsten, beryllium oxide, and aluminum nitride.

7. The nuclear fuel pellet of claim 1, wherein the fuel
pellet has an overall density of about 90% of the density of
the fuel material.

8. The nuclear fuel pellet of claim 1, wherein the pores
within the pellet have a uniform size and distribution.

9. The nuclear fuel pellet of claim 1, wherein the pores at
the surface of the pellet are smaller than the pores at the
center of the pellet and wherein the size of the pores tapers
between the center and the surface of the pellet.

10. The nuclear fuel pellet of claim 1, wherein the fuel
pellet has closed pores.

11. The nuclear fuel pellet of claim 1, wherein the pores
are uniformly distributed throughout the pellet and wherein
the pores are spaced between about 0.02 mm and about 0.2
mm apart from each other.

12. The nuclear fuel pellet of claim 1 wherein the porosity
of the pellet is between about 15 and 30 percent.

13. A nuclear reactor fuel cladding, said cladding com-
prising:

a porous substrate of silicon carbide, wherein the sub-
strate is substantially a hollow tube, and wherein the
porous substrate surrounds nuclear fuel without an
underlying liner between said fuel and said porous
substrate; and

at least one layer of silicon carbide deposited on the
substrate via atomic layer deposition.

14. The nuclear reactor fuel cladding of claim 13, wherein

the porous substrate is a silicon carbide aerogel.

15. The nuclear reactor fuel cladding of claim 13, wherein
the porous substrate is a silicon carbide cloth.

16. The nuclear reactor fuel cladding of claim 13, wherein
the at least one layer of silicon carbide deposition is one
atom thick.

17. The nuclear reactor fuel cladding of claim 13, wherein
the coating of silicon carbide is conformal and substantially
defect free.



